


 

Place 5 liters/ 5.28 quarts of cold clean water into a clean 
container. Sprinkle in the sack contents (50 lb.) whilst stirring 
briskly with a drill fitted with football/ oval style paddle mixer 
and mix to a thick viscous fluid. Lump-free consistency. Do not 
mix too thinly.
Pour the mixture on the area to be applied, spread the material 
uniformly. If required thickness is needed achieve by using 
appropriate toothed rake or conventional gauge rake. Remove 
entranced air by using the spiked roller.
Drying time at 65℉ is approx. 14-16 hours. If needed abrade 
using 40-60 grit sand paper. It improves both the surface quality 
and the absorbency. Poor air-flow and lower temperatures will 
significantly affect drying times.

Application:

Cemimax DL-55 Level-Pro


